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	共用部分
	12.工程问题处理办法
	220221011
	IL0001General agreement Engineering-Fineline global 9.2022xls.xls徐方2022-09-21顾客质量要求评审表

	FPC部分
	1.涨缩要求
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	L0002等Fineline涨缩要求20220825武晓飞2022-08-25顾客质量要求评审表

	CAM部分
	7.图纸要求
	
	

	预审部分
	11.
	20220506
	IL0002等Fineline 关于出货报告要求武晓飞2022-04-22顾客质量要求评审表

	共用部分
	9.其他11）
	20220408
	DE0002V155 ECN熊丹莉2022-03-31顾客质量要求评审表

	共用部分
	8.外形，拼板2）.V-Cut要求
	20210715
	2021.7.12武经理邮件答复: 答复: Beanstandung RF2021033 (Art.-Nr. 41-09869-1132  //  Geometrie Ritzlinien)

	预审部分
	10
	20210429
	V155,V212 关于工程的要求20210423武晓飞2021-04-23V155 V212民品顾客质量要求评审表

	CAM部分
	6..Woking Gerber Data要求
	20210412
	FineLine-PFWF instruction rev2.1 补充熊丹莉2021-02-08V155, V32T, V212, V3IT , V2G2民品顾客质量要求评审表

	共用部分
	1.标记9）序列号
	20210412
	20210319工艺与客户确认的结果

	共用部分1
	7）8）
	20210330
	About ET stamp request update.pdf徐方2021-03-29FINELINE所有代码民品顾客质量要求评审表

	预审部分
	9.工程EQ确认规则
	20200925
	 V155、V212、V32T 、V3IT 、V2G2 Fineline V155、V212、V32T 、V3IT 、V2G2 工程协议武晓飞2020-09-15顾客质量要求评审表

	预审部分
	8.EQ文件要求
	20200826
	V005、V212、V205、V155、V2G2、V2G7、V2UG、V2ZC、V30R、V31H、V32T、V32L、V326、V2UK、V2UL、V2G7、V32V、V32W、V3FZ、V172、V33V、V3ITFineline 关于工程的要求武晓飞2020-08-20顾客质量要求评审表

	终端客户V155-0012
	1-3

添加ROhs和无卤素标记的工程说明
	20200826

20200902
	CSOW-03000990熊丹莉2020-08-13顾客质量要求评审表V2

	CAM
	2.光绘和贴片文件要求1）-6）
	20200603
	V155, V32T, V212, V3IT , V2G2附件4 FineLine-PFWF instruction rev2.1熊丹莉2020-05-21顾客质量要求评审表

	终端0051
	终端
	20190610
	V15520181128

	终端0009
	板厚
	20190516
	FINELINE所有代码FL-WI-ENG-03 PCB Fabrication Statement of Work(A1).pdf徐方2019-05-14顾客质量要求评审表

	终端0011
	
	20190405
	V155_001120190404

	终端0010
	提供光绘
	20190405
	V155_001020190403

	预审2
	说明书
	20181127
	V15520181123

	GY3
	6.3超能力
	20181110
	销售

	GY终端0050
	
	20181029
	V15520181019

	预审部分：9
	Eq
	20180802
	Fineline20180726

	
	
	
	

	共用10
	S1141
	20180503
	GC

	Cam5
	沉锡、沉银
	20171127
	Fineline20171150

	FGPC4，5
	材料
	20171018
	Fineline20171019

	预审7
	EQ主题
	201709011
	V155v212v32t20170914

	V155-0009
	新增终端
	20170512
	V15520170406

	CAM5
	阻焊
	20170213
	FINELINE20170202

	FPC
	
	20170114
	V00520170115

	共用部分4(3)
	
	20160918
	工程

	预审部分1
	TU768
	20160913
	V00520160925

	Cam部分4
	定位孔
	20160846
	Fineline20160846

	CAM部分3
	电测章
	20160826
	V00520160844

	共用6(3)
	板边削铜
	20160812
	V00520151108

	CAM部分2
	贴片文件
	20160720
	V15520160729

	共用部分:4,4),(6)
	Bga阻焊开窗等大或小
	20160623
	Fineline20160625

	共用部分:5
	阻焊
	20160521
	V00520160526

	共用部分：5,9
	字符
	2016.04.13
	20160416

	共用:6
	线路,删除了第5点
	2016.03.25
	马俊卫\邓小林\段会民

	共用:1
	CTI;it158
	2016.03.22
	

	V155-0008
	新增终端
	2016.3.9
	V15520151228

	
	
	
	


备注：更新的内容以蓝色字体显示。
共用部分：
1. 标记：
1） 关于标记，顾客文件README会做明确指示。如果README文件没有要求加无铅标记，但是终端顾客文件有要求，那么需要添加无铅标记。预审未指示要求增加无铅标记时，不加无铅标记。不管顾客是否要求添加任何标记，所有板均需添加周期。周期格式默认WWYY
2） 如客户有加标记要求，标记需加在每个单元板内，包括防火阻燃等级94V-0、UL标记、加工商LOGO或UL认证号。

3） 标记优先加在底层阻焊层BS的无铜区域，底层阻焊层BS加不下，添加优先顺序为：底层阻焊-顶层阻焊-底层字符-顶层字符，不需要确认。如果顾客有特别指定添加位置（阻焊层），那么添加到此位置导致露铜是允许的。如果没有字符层，需要生成字符层加标记时，需提出确认。对于IHLEMANN顾客（销售下单会特别备注该顾客名称），标记必须加在阻焊层，如果没有基材区，允许标记加在铜面上，露铜是允许的；
4） 单元板太小无法加下标记，如果有拼板，只在单元板上加周期，其他标记加在工艺边；如果没有拼板，请与顾客确认；
5） 客户要求标记加在线路层/阻焊层（无指定位置），但是实际文件中无空余位置加标记/所加位置或导致铜面露铜。在字符层有位置加的直接加在字符层。字符层无位置加按照如下规则处理：如果有拼板，只在单元板上加周期，其他标记加在工艺边；如果没有拼板，请与顾客确认；
     6） 若板上加了UL标记，则在UL标记后面加上板材的CTI值，（如：CTI 175）,同时存在两种板材时，取两  种板材中小的CTI,CTI值如下：
	板材
	CTI最小值
	
	板材
	CTI最小值

	S1141
	175
	
	RO4350B
	600

	S1000-2
	175
	
	RO4003C
	无相关测试数据

	S1150G
	400
	
	RO4360G2
	250

	S1165
	175
	
	TMM10、TMM10I
	无相关测试数据

	S1600
	600
	
	25FR
	600

	IT180A
	175
	
	25N
	无相关测试数据

	FR402
	175
	
	RT5880
	600

	FR406
	175
	
	RO3003
	600

	FR408
	175
	
	85N
	100

	FR408HR
	175
	
	VT-901
	100

	PCL-370HR
	175
	
	EM-827
	100

	IS400
	175
	
	EM-825
	100

	IS410
	175
	
	TU872SLK
	175

	N4000-12
	175
	
	R-5725
	175

	N4000-13
	175
	
	R-5775
	175

	N4000-13EP
	175
	
	R-1577
	175

	N4000-13SI
	175
	
	VT-47
	175

	N4000-13EPSI
	175
	
	VT-481
	175

	S1150G
	400
	
	IT-150DA
	175

	IT-170GRA1
	400
	
	TU-768
	          175

	IT158
	175
	
	
	


以上没有包含的板材类型，预审给出CAM添加的CTI 值（对于板材是RO4003C,25N, TMM10、TMM10I不加CTI值）。 
7）客户无电测章要求但PCB有工艺边时，将电测章盖在工艺边上（注意工艺边上盖电测章备注在电测）；
8）客户无电测章要求且PCB无工艺边时，不盖电测章。
9）序列号:序列号允许断号，但不允许重号，走大板流程：字符---终固化---序列号---终固化---后工步
2. 板材、叠层：
1） 当成品板厚＜1.0mm,且顾客要求公差+/-10%时，需与顾客确认；

3. 钻孔：

1） 当顾客孔铜要求1MIL时，统一按IPC-III标准要求控制孔铜厚度；
2） 当顾客没有提供孔公差要求时,PTH孔公差：+0.1/-0.05mm；NPTH孔公差：+/-0.05mm；铣NPTH孔公差：+0.15/-0.05mm；
3） 当顾客没有提供孔公差要求时,PTH钻槽孔公差：宽方向按+0.15/-0.05mm，长方向按+/-0.13mm；NPTH钻槽孔公差：宽方向按+/-0.05mm，长方向按+/-0.075mm；铣PTH槽公差：+/-0.13mm；铣NPTH槽公差+0.15/-0.05mm；
4） 铣孔公差超能力时，可直接按+/-0.13MM控制；

5） 钻孔公差优先以孔附标识为准；
6） 当顾客提供了孔公差时,文件中设计大于6.3MM的NPTH公差小于+/-4mil，完成孔径大于6.3mm的NPTH孔径公差超能力的按照+/-4mil控制；
7） 当顾客提供了孔公差时,文件中设计大于6.2MM的PTH孔径公差小于+/-5 mil(因我司最大钻刀只有6.3MM，补偿后大于6.3mm钻刀需要铣的方式制作)，完成孔径大于6.2mm的PTH孔径公差超能力的按照+/-5mil控制；
8） 非金属槽孔及金属槽孔公差超能力(包括钻槽和铣槽)，槽孔公差均按+/-5mil控制。(如果原始公差为偏公差，则快捷将公差按照偏公差进行调整，保证公差区间为10MIL；如要求公差+4/-0MIL,则快捷调整为+10/-0MIL)；
9） 孔属性：

A） 客户说明文件定义为NPTH：NPTH设计的盘≤孔/槽，按照NPTH制作；

B） 客户说明文件定义为NPTH：NPTH设计单面或双面盘>孔/槽，需与客户确认属性；

C） 客户说明文件定义为PTH：PTH设计的盘≤孔/槽，需与客户确认属性；

D） 客户未定义钻孔属性：孔上的盘＜孔/槽，按照NPTH制作；

E） 客户未定义钻孔属性：孔上的盘=孔/槽，且无电性能连接，按NPTH
F） 客户未定义钻孔属性：孔上的盘>孔/槽，按照PTH制作；

G） 客户未定义钻孔属性：对于钻孔对应线路层为如下靶标状时，按NPTH制作；

                   [image: image1.png]



4. 过孔工艺：
1） 盘中孔塞孔不允许有绿油帽；

2） 文件中设计过孔双面开窗/单面开窗，但是客户说明中要求过孔按照盖油处理，需与顾客确认；
3） 如果顾客定单中要求过孔开小窗时或说明文件要求开小窗时，开窗和要求都是设计的比钻孔大4mil,且不允许更改，则工程可按照对于过孔开小窗的要求按照我司常规设计：比孔大6MIL（单边3MIL）
     4）BGA区域阻焊文件按以下规则制作（顾客制板说明和制板要求中无要求时，如下要求有效）
       （1）BGA双面开窗（大窗或小窗或一面大窗一面小窗是否均包含，一种处理方式）---按照客户原稿做

       （2）BGA单面盖油 --- 做半塞孔，因为开窗那一面客户很有可能做测点

       （3）BGA 部分开窗，部分盖油，部分单面开窗。---开部分窗的就开窗，部分双面盖油的就做塞孔，部分单面开窗的就做半塞

       （4）BGA双面盖油，过孔作塞孔处理。

       （5）如阻焊开窗按我司正常能力补偿后，不能保证阻焊桥时，需EQ与客户确认，不能直接删除阻焊桥。
        (6) 当客户设计BGA阻焊开窗比BGA小或等大时，如工程需要更改为正常阻焊开窗，需与客户确认
5. 阻焊、字符：

1） 当客户要求SMT做桥(客户原文件设计桥或客户要求要做阻焊桥)，必须要保证阻焊桥。如顾客设计阻焊桥超过公司生产能力时，需要与顾客确认，不可随意删除（包括相同网络）；另外:（1）、插件孔之间必须按顾客原稿保证有阻焊桥（2）、SMD周围必须按顾客原稿保证有阻焊桥（包括相同网络、过孔焊盘与SMD之间）（3）、客户设计为开通窗，按客户原稿，不用确认添加阻焊桥
2） 字符不能印在裸板上（字符印在非阻焊开窗区域，不允许字符上铜铜面（包括大金面、大锡面等））；
3） 客户标记、P/N号不可修改、不可移动；
4） 顾客将字符设计在焊盘上，且没有位置可以移动的，直接削字符处理，不需确认；
5） 遇阻焊字较小，超我公司能力，若有空位，允许我司将阻焊字加粗并放大比例制作；如果无空位放大，顾客接受模糊或无法识别；
6） 客户要求阻焊厚度最小1MIL，正常印阻焊达到此要求难度较大，阻焊厚度可以按照IPC正常要求制作；阻焊工序“最小拐角厚度（μm）”填写项按：7  μm 备注
7） 两个贴片之间间距不足（小于18MIL），无法保证贴片之间的字符桥。如果客户在贴片之间设计有字符桥，且贴片之间间距小于18MIL，则允许削字符桥，并且接受字符桥可能印不出来；
8） 无特别说明时，半塞孔盖油面不允许有金圈。
9） 设计有字符上大金面或大锡面，且客户没有特殊说明时，需发EQ确认是否异常
6. 线路：
1） 不允许删除非功能性焊盘；
2） 正常基铜0.33/0.5OZ，要求外层完成铜厚1.5OZ，我司制作有难度，无法达到，1/2OZ基铜板，外层铜厚40um；1/3OZ基铜板，外层铜厚35um；
3） 客户文件中贴片（包含金手指）设计在板边，未说明是否允许板边露铜制作，需确认.
4） 当蚀刻字线宽超能力时，若有空位，允许我司将蚀刻字加粗并放大比例制作；如果无空位放大，需确认；
5） (已删除)

6） 喷锡板贴片间距补偿后间距小于6MIL，喷锡时会因为间距不足而导致短路。局部削贴片需确认；
7） 部分订单客户要求蚀刻公差+/-10%，我司正常制作难度很大，蚀刻公差小于正常能力的按照+/-1mil控制；
7. 表面工艺：

1） 沉锡厚度最小1.0um；

2） 金手指最小厚度0.75um；
3） 蓝胶厚度最小0.3mm，若顾客无具体型号要求时，蓝胶型号默认用SD 2955，若顾客有要求，则按顾客要求
4） 孔太大或铣孔区域太大不能被蓝胶盖住需要与客户确认；

5） 对于有蓝胶要求的订单，顾客要求蓝胶厚度0.35+/-0.05mm；此公差太严格，我司无法控制；蓝胶厚度按照0.3-0.8mm制作；
6） 顾客许多定单要求沉金金厚0.08—0.23um,金厚下限太厚，我司沉金达到难度较大，沉金金厚按照我司常规最小0.05um控制；
8. 外形、拼板：

1） 对于所有包边板外形公差顾客无要求时按+/-0.15MM控制；对于板厚小于0.8MM的非包边板，顾客无要求时外形公差可按+/-0.13MM，其他情况外形公差按+/-0.1mm；

2） 顾客无要求时，板厚≤0.6mm时，不允许V-Cut，0.6mm＜板厚≤1.0mm时，V-Cut余厚为0.35±0.1mm；板厚＞1.0mm时，V-Cut余厚为0.4±0.1mm，V-Cut角度为30°+/-5°
3） 倒角按照孔附图说明或客户标准制作，如果不能制作需要反馈确认；

4） 拼板工艺边倒圆角，弧度R 1.0mm；
5） 客户文件如无特殊说明，附边按照公司常规邮票孔进行加工；

6） 部分订单要求外形公差+/-3MIL，我司正常能力制作无法达到：
A） 对于非包边板，外形公差超能力的按照我司极限能力+/-4MIL制作；
B） 对于包边板，外形公差超能力按照我司极限能力+/-5MIL控制；
9. 其他：

1） 当引用V005/V2G7/V2N6/V2ME/V2UG全套资料时，即为按引用型号的NOPE单制作，其他不做任何更改；
2） 拼图纸、孔附图、外形图中说明有矛盾需要与客户确认；

3） 如果标识字同时出现在线路层和阻焊层，照文件制作即可。
4） 打叉板要求：制板说明中无打叉板要求时，若SET中的UNIT数小于等于10，则允许1个打叉板，若SET中的Unit数大于10，则允许打叉数为SET中unit数的10%；打叉板Set数量不超过交货数量的3%
5） 加工说明中要求的铣槽宽度/标示宽度与实际Gerber文件不一致。如无具体图纸参照Gerber；如有图纸时，如图纸和Gerber一致，参考其中之一，若不同，EQ与客户确认；

6） 孔符图或者PDF中相关标识的尺寸与实际的Gerber文件不一致，标示尺寸与实际不一致时参照孔符图制作；

7） 文件中残铜率分布不一致，导致上下镜面残铜率相差大于50%。翘曲度按照1.0%控制；

      8）金手指倒角（无要求时，按如下图示）：
      9）制板说明中有要求盖电测章时，预审传递给CAM该信息，CAM注意：顾客没有要求盖电测章时，需在ERP电测备注：需在每PNL板边划1条黑色线，同时我司电测划线、FQC、FQA正常划线，与顾客黑色线保持一定距离。如果是先电测后外形的，划线在外形工序做出备注
          [image: image2.png]201y
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10. S1141板材替换为IT158板材规则
	S1141板材替换为IT158板材规则（来源于PCN:S1141替换新规则-指定客户不能替换S1141）

	客户代码
	技术中心给出替换规则
	工程执行要求

	V155
	客户指定板材时，不能更换，不允许后端自行替换，未指定则可替换
	NOPE单和NOPE更改单：当客户有指定板材要求时（原则上ERP会勾选指定板材），只能按客户要求的使材。新单：当客户有要求用S1141时，与客确认采用符合现有规范的板材。


11 NOPE更改单提供一整套文件，销售模版未说明具体更改内容, 只需要看SpecReport+ECN+SOW内容就可以，其他文件可以忽略
12. 工程问题处理办法
针对<3平米以内的刚性板样板工程处理办法参考附件：工程问题处理办法-2
[image: image3.emf]工程问题处理办法- 2.xlsx


V155的终端客户HASLERRAIL:(负责V155代码的销售员会在销售模版订单模版中备注：终端客户名HASLERRAIL，并且在订单录入备注此终端客户名终端顾客代码：V155-0001)：
验收标准：IPC 3级；
V155的终端客户Backhoff:( 终端顾客代码：V155-0002)
                            
[image: image4.emf]Backhoff终端.doc


V155的终端客户Lutze：终端顾客代码：V155-0004 

      1.set中小于10个UNITT的，不允许有打叉板，大于等于10个UNIT时，允许有10%打叉板
      2.V-CUT余厚及公差（mm）：
                  板厚                 余厚             公差

                   0.8                  0.3             +/-0.1

                   1.0                  0.4             +/-0.1

                   1.2                  0.4             +/-0.1

                   1.5                  0.5             +/-0.1

                   2.0                  0.5             +/-0.1

      3.外形公差(mm)：
                      尺寸                     公差

                      0.5-6                    +/-0.05

                      6-30                     +/-0.1
                      30-120                   +/-0.15

                      120-400                  +/-0.2

                      400-1000                 +/-0.3

      4.钻孔公差（mm）：+0.1/-0.05

      5.叠层结构参考：

                    
[image: image5.emf]参考叠层结构列表. pdf


     6.周期格式：YYWW, 需要在板上加供应商代码，我公司代码为：71217  （顾客一般会在README中说明）
V155的终端客户Kapsch：终端顾客代码：V155-0006 

        1)周期格式为：YWW（具体见如下年及周期表格）；如：2014年，20周，则为：MME
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         2）压接孔孔铜最小25微米，大于0.3mm的孔孔铜最小20微米
         3）反光点（尺寸如下图）：
[image: image7.png]Preferred structures:

MaRe in mm (MIL)]




V155的终端客户Sieb & Meyer：终端顾客代码：V155-0008 ,顾客协议名称：AA035+Technical+Specification+for+PCB+Manufacturing；AA049 Technial Specification for PCB-Panel Design, 终端协议与V155通用部分客户要求部分不一致的，以终端协议为准
1.板材：无要求时，板材TG值需大于等于150
2.表面工艺：顾客表面工艺类型有无铅喷锡和沉金（具体要求详细见顾客制板说明）

3.孔径公差：无要求时，PTH:+/-0.085mm;NPTH:+/-0.05mm

4.孔位公差：无要求时，孔位公差+/-0.05mm
5.孔铜要求：无要求时，最小孔铜25um

6.蚀刻公差：无要求时，允许蚀刻公差+/-0.1mm

7.阻焊厚度：无要求时，铜面上阻焊厚度10-30um，线拐角处阻焊厚度最小8um

8.板厚公差：无要求时，板厚公差+/-10%,若有板厚小于1mm时，需与顾客确认按 +/-0.1mm

9.外形公差：无要求时，外形公差+/-0.1mm

10.翘曲度：无要求时，有SMT时，翘曲度按0.5%；无SMT时，翘曲度按1%

11.叠层结构要求：不允许更改顾客的叠层结构，若更改，需要与顾客确认

12.顾客编码要求：顾客要求在底层阻焊层加如下格式编码

                „fXXXX/YYYYY“
              格式说明：若表面处理为有铅喷锡，可以不用加f，表面处理为非有铅喷锡时，需要加f

                        xxxx代表wwyy，例如2006年第11周，周期为1106

                        yyyyy为顾客订单号PO号后五位数，如：顾客PO号为45023568时，则加后五位23568 

                       此终端每次新单返单都会要求改板子上的PO号

13.拼板要求：
  1）需要给顾客提供PDF格式的拼板图纸，拼板图和孔符图必须在同一张PDF图纸上，需包含尺寸坐标，至少标注一个板内叉形反光点到拼板角的尺寸，若板内没有叉形反光点，板内的圆形反光点次之，若板内没有反光点，板边（工艺边）的反光点次之,板边加反光点需与顾客确认，孔符图标不要太小，要能被识读。（图纸A4纸打印出来要能看清孔符的位置），所有尺寸和孔径大小都需用公制单位
  2）顾客常常有三个标准尺寸，分别为233.34*180；250*180；165*180，

	     尺寸类型（mm）
	是否有SMD
	最大拼板尺寸(mm)

	233.34*180
	无SMD
有SMD
	380
320

	250*180
	有或无SMD
	320

	165*180
	
	


[image: image19.jpg]R




 3)拼板示意图如下：
       说明：①工艺边内外层都铺铜皮
             ②拼板边缘内外层需有0.5mm的无铜区域（如下图说明）
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             ③panel圆角半径1mm（如下图说明）
[image: image21.jpg]NN



                                    
            ④板间距8mm,工艺边宽10mm（如下图说明）
[image: image22.jpg]IN‘—SF””‘




                                  

           ⑤不允许镜像拼板（顾客要求除外）

           ⑥工艺边当做测试条，具体如下图说明
[image: image23.jpg]N
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              标识C：测试条上的孔是金属化孔（板内孔径类型），焊环宽0.3mm，金属孔间距8mm，
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标识B：（9.5*9.5mm的铜皮区域无阻焊，需做表面处理，若工艺边宽度不足，此铜皮区域可以缩小至  9*9mm
          标识D：测试条上的孔是非金属化孔（板内非金属化孔径类型），金属孔间距8mm，
[image: image26.jpg]


                               
           标识A：板边左下角需要20mm长度的漏铜（所有层）
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           标识E、F：E、,F不是反光点,是0.5mm的孔需设计0.1mm的避铜区域，且E,F孔是金属化孔
[image: image28.jpg]$0,50 Hole

N 0,15 Copper
|__ 0,10 Copper free




[image: image29.jpg]DETAILE
Copper-free area

—> = 5mm

—

5mm —




[image: image30.jpg]DETAIL F

=
=

(o] Copper-free area

o

5mm—»

T

l—



                  
           至少标注一个板内叉形光点到panel角的光点。若板内没有叉形光点，板内的圆形光点次之。若板内光点都没有，板边的次之(如下图)
 [image: image8.png]



V155的终端客户ELMA：终端顾客代码：V155-0009

        如下部分顾客要求来源于客户协议文件050308E（又名QLE002）
1.喷锡:若客户要求1um≤喷锡锡厚< 30 um，针对此点按照我司能力制作锡厚范围2-40 um，不需要EQ确

2.蓝胶:若客户要求蓝胶厚度> 0.5 mm，针对此点按照我司能力制作蓝胶厚度样板> 0.5 mm，小批量0.2-0.4 mm，不需要EQ确

3.说明:当客户README或MAMaster Drawing文件中提到All requirements written above are according to QLE.002 /QLD.002 (“Quality Requirements for Elma Trenew PCBs”)
and ANNEX (“Annex of QLE&QLD”, for tolerances of pressfit holes)时，可以不理会这些要求。

4.标记：

要求加我公司全套标记，包括周期（周期格式：YY/WW）,针对此点如若位置不够，FP公司标记(FP字母)可以不加。

原稿文件中已经加了ROHS标记的，按客户原文件制作;原稿文件中未加ROHS标记的，将标记加在靠近UL标记的位置。ROHS标记图形如下：
[image: image9.png]RoHS
2011/65/EU





5.板厚公差
板厚≥1.0mm时,公差按+/-10%控制.板厚＜1.0mm时,按客户文件制作或超能力与客户确认
6.优先等级:若顾客制板说明中的要求与该部分顾客要求有矛盾时，请以顾客顾客制板说明中的要求为准。

7.压接孔要求

     如果客户GERBER文件和钻孔图中未说明压接孔公差时，压接孔公差请按照以下生产：

	Diameter of the finished hole
	Tolerance for press-fit holes
	Comments

	0.55mm
	±0.05 mm 
	　

	0.56 mm
	±0.05 mm 
	　

	0.6 mm 
	±0.05 mm 
	　

	0.7 mm 
	+0.07/-0.05 mm
	　

	0.85 mm  (when 0.82mm in Master) 
	±0.05 mm 
	* by all 0.82mm hole diameters, please manufacture : 0.85mm with +/- 0.05mm tolerance.  
若有0.82mm的压接孔，请更改为0.85mm

	0.9 mm 
	±0.05 mm 
	　

	1.0 mm 
	±0.05 mm 
	　

	1.4 mm 
	+0.1/- 0.05 mm
	　

	1.6 mm
	+0.09/-0.06 mm
	　

	1.83 mm 
	±0.08 mm 
	　

	3.2 mm 
	+0.05/-0.1mm
	　

	3.5 mm 
	+0.04/-0.06 mm
	　


4.2

	mm 
	+0.05/-0.1 mm
	　




 客户会在钻孔图中标注压接孔，如下图所示。
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 8.GERBER文件说明：

       顾客常常在GERBER文件中设计有各种各样的测试标记（如下图），这些测试标记在板内或板外，不允许删除这些测试符号，可以漏铜。
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9.电测章：要求加电测章

10. 如果客户GERBER文件和钻孔图中未说明时，铜厚和表面工艺厚度按照以下控制

	外层基铜
	18um

	内层基铜
	35um

	表面铜厚
	25 um≤表面完成铜厚<50 um

	化学沉锡
	大于等于1.1 um  



11.顾客无孔径公差要求时，NPTH孔和PTH孔公差按照以下要求控制：

	孔类型
	  成品孔径（mm）
	    公差（mm）

	NPTH
	    ≤6.0
	     　+ 0.10 / - 0.05 

	NPTH
	    ＞6.0
	　+0.15 / - 0.15

	PTH
	    ≤2.0 
	　     + 0.10 / - 0.05 

	PTH
	    ＞ 2.0
	     + 0.15 / - 0.05 


   12.阻焊、材料及外形公差
①阻焊：

默认阻焊颜色为绿色，字符颜色为白色
②材料：

   针对高TG材料，若客户文件中没有明确指出材料类型时，直接用IT180A或TU768,不需确认

   ③外形公差


制板说明中无要求时，外形公差按照+/-0.1mm

    13 测试、孔位公差及阻焊厚度

①ERP测试工序备注：

电测试时绝缘电压≥250 V,连通测试电阻≤5Ω；

   ②孔位公差及偏位公差要求，以下公差按照客户要求制作（二次钻孔为NPTH孔），为满足如下5-8项需要CAM在ERP备注：外层干膜：采用LDI曝光，外形铣板备注：粗铣+精铣。
    另外：表面工艺为水金或孔铜要求不满足使用LDI曝光时需要技术中心评审
	序号
	钻孔
	板尺寸
	公差

	1
	Drilling within one drilling programme一次钻孔孔位公差
	≤150 mm 
	± 0.05 mm 

	2
	Drilling within one drilling programme一次钻孔孔位公差
	> 150 mm 
	± 0.10 mm 

	3
	Drilling within different drilling programmes二次钻孔孔位公差
	≤150 mm 
	± 0.10 mm 

	4
	Drilling within different drilling programmes二次钻孔孔位公差
	> 150 mm 
	± 0.15 mm 

	5
	Offset between drilling pattern and outline钻孔到外形偏位公差
	≤150 mm 
	± 0.10 mm 

	6
	Offset between drilling pattern and outline钻孔到外形偏位公差
	> 150 mm 
	± 0.15 mm 

	7
	Offset between drilling pattern and conductor pattern钻孔到导体偏位公差
	≤150 mm 
	± 0.10 mm 

	8
	Offset between drilling pattern and conductor pattern钻孔到导体偏位公差
	> 150 mm 
	± 0.15 mm 


  ③阻焊厚度：


线路拐角处阻焊厚度≥6um，铜面上阻焊厚度10-40um
V155的终端客户 INRO：终端顾客代码：V155-0010
1.顾客要求提供最终生产光绘文件

2.顾客默认阻焊油墨为亮光，如果与制板说明中的阻焊要求矛盾不一致，则需要与顾客EQ确认

V155的终端客户 SVI：终端顾客代码：V155-0011
1.顾客默认阻焊油墨为哑光，如果与制板说明中的阻焊要求矛盾不一致，则需要与顾客EQ确认
2.如果制板说明中表面处理为沉锡,请EQ确认,建议变更为沉金,Ni,Au厚按IPC标准即可.

3.顾客制板说明文件中的外层铜厚为最小完成铜厚
4.外层线路工艺边上加顾客PN号,如:457351,具体位置在Drawing中有说明.

5.顾客有2中类型的反光点(方形和圆形),反光点阻焊开窗5*5mm,详细见顾客Drawing说明
V155的终端客户Elprog GmbH ：终端顾客代码：V155-0012

1. [image: image31.png]Fiducial marks
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沉锡锡厚≥1μm
2. 标记必须包含UL，周期（格式YYWW），ROHS标记，若使用无卤素材料需有无卤素标记
Rohs标记如下图(标记已做成symbol，genesis添加标记时，可使用symbol替代，具体为：无卤标记的symbol为“wl”， Rohs标记的symbol为“v155rohs”)
[image: image12.jpg]RoHS
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 EMBED Package  [image: image13.emf]Re转发  V155无卤素标记.msg

(无卤素标记具体情况沟通邮件）
3. 验收标准：IPC 3级
4. FAI报告模板使用V005的FAI模板

V155的终端客户 Frequentis：终端顾客代码：V155-0050

1.外形公差：

      无要求时，外形公差+0/-0.3mm
2.孔位公差：

       无要求时，孔位公差+/-3mil

3.V-CUT要求：

        顾客接受V-CUT余厚及角度按我公司规范执行，若需要单面V-CUT时，需要与顾客EQ确认

4.板边削铜：

        无要求时，板边削大铜皮时，板边到大铜皮最大距离0.4mm，v-cut板边到大铜皮最大0.6mm
5.压接孔：

        无要求时，压接孔孔铜最小25微米

6.VIAscreenlxx.gdo文件。
         若顾客提供有VIAscreenlxx.gdo文件，该文件为过孔塞孔文件
7.标记：

        顾客提供如下图的标记位置，需要更改为我公司的UL标记和周期标记

    [image: image14.png]


更改为： [image: image15.png]1708 UL 94V
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8.拼板：

     顾客接受v-cut和桥连邮票孔，邮票孔参数将如下图示：

                     [image: image16.png]



9.过孔处理：

          双面盖油时，按塞孔制作，单面盖油时，按GERBER制作（盖油面塞孔，开窗面比孔单面大3mil的小窗）
V155的终端客户 AVL：终端顾客代码：V155-0051

     1.板材:

       制板说明中无要求时,需要用高TG材料,有耐CAF要求

     2.板厚:

       制板说明中无要求时,板厚公差+/-10%,如果存在无法满足板厚公差要求时，请EQ确认

     3.铜厚：
       制板说明中无要求时，面铜厚按照IPC III完成铜厚标准，孔铜最小25微米。
     4.表面处理：
       沉金：制板说明中无要求时，镍：3-8微米，金：0.05-0.12微米

     5.标记：
      制板说明中无要求时，在字符层加快捷标记及周期

     6.阻焊：

      制板说明中无要求时，按绿色哑光，阻焊盘允许缩小15%，其他参数如下：
      铜面上阻焊厚度10-35微米，阻焊厚度不能超过焊盘高度25.4微米
     7.阻抗：
       对于阻抗板，为了满足阻抗设计，介质厚度允许调整15%,但是顾客要求最终阻抗设计均需EQ确认。

     8.过孔处理：
       所有盘中孔及小于等于0.2mm孔均需要树脂塞孔，小于等于0.4mm孔树脂塞孔凹陷（Dimple）小于40微米，大于0.4mm孔树脂塞孔凹陷（Dimple）小于50微米，激光孔优选电镀填孔

     9.工艺边：
       制板说明中无拼板要求时，按如下要求加工艺边：原件面及焊接面工艺边上均加反光点，反光点焊盘1.1mm，四个角加工具孔，孔大小3.0mm，v-cut或桥连+邮票孔，邮票孔最大0.4mm，工艺边倒圆角，铣槽宽范围1.6-2.0mm，拼板文件需要EQ确认。
     10.公差：
        制板说明中无要求时，外形公差+/-0.15mm；PTH：+0.1/-0.05，NPTH:+/-0.05mm,压接孔：+/-0.05mm

     11.翘曲度：

        制板说明中无要求时，最大0.75%

     12.正负凹蚀：

        制板说明中无要求时，不允许负凹蚀，允许正凹蚀（正凹蚀最大40微米）
预审部分：
1. 客户无说明板材默认按照 FR-4，TG135；在客户对板材没有要求的情况下，对于需使用高TG板材的情况，优先使用TU-768板材，只有在IT180A是常备而TU-768是非常备的情况，才优先使用IT180A
2. 客户无说明按照绿色哑光制作；顾客README文件(或者SPEC REPORT.pdf)中阻焊颜色为“Green”时，按绿色哑光；为“Green Glossy”时，按绿色亮光。
3. 客户无说明按照白色字符制作

4. 顾客要求在提供的光绘文件压缩包中增加叠层结构（已经通过程序自动提供），请预审选择叠层不可更改选项

5. 若顾客说明文件或GERBER文件中有电感测试要求，请指示给CAM在ERP中需要设计单独的电感测试流程，同时选择电感测试报告（定性）
6. 发EQ确认需按以下格式：
7. EQ主题格式要求如下：

EQ for+技术联系人+PO:XXXX  PN：xxxxxx (快捷PN）
EQ确认邮件注意项（科学城软、硬板均自动化程序实习了，可不理会该条要求，仅供宜兴）
                             
[image: image17.emf]eq.docx


8. EQ文件要求

1）EQ文件命名规则更改为： EQ-我司生产型号-客户PN号
2）发给客户的EQ文件，如需要用到excel，要求文件为.xlsx 文件格式，不能为xls格式
9.工程EQ确认规则

具体内容见附件


[image: image18.emf]Fineline  V155、V212、V32T 、V3IT 、V2G2 工程协议.xls


10. 返单EQ 和 Gerber Files 没有PDF -- Spec 链接时， EQ发给Sam Liu sam.liu@fineline-global.com 和 Gordon Lee gordon.lee@fineline-global.com 

11. 报价系统填写板材信息时填写板材具体型号（例如IT180A 或者TU768），不能填写FR4或者FR4HTG

CAM部分： 
1、以下要求只针对P3厂(V155)客户代码订单
    1）、订单走负片电镀流程，若存在盘中孔塞孔制作的，需按如下要求制作：
a、流程设计：前工序—负片电镀—负电镀磨板—阻焊塞孔—磨板—负片干膜—干膜检查—负片蚀刻—外层AOI—阻焊—阻焊检查—下工序；
b、增加塞孔曝光菲林,曝光菲林可用TS3/BS3命名，必须出两面，将TS3/BS3交货单元填实，然后用塞孔层文件单边比钻孔孔径大2 mil掏曝光点，PNL封边与TS、BS相同（如果有set、coupon、flp等测试条也需要注意填实，并按以上要求处理）；说明：ts3/bs3曝光菲林需备注在【阻焊塞孔】流程工艺备注栏，内容“请生产注意使用xxx.ts3、xxx.bs3曝光菲林”
c、阻焊：对于A、D、E类盘中孔设计，盘中孔对应开窗上面不用掏负量；对于B、C类则仍按规范要求制作，该掏负量的就掏负量；
   2）、订单走图形电镀流程存在盘中孔塞孔制作的，若预审没有指示阻焊半塞孔，需要提出确认按半塞孔制作，以避免盘中孔曝油、绿油帽问题
2.如果给顾客提供光绘确认文件时,请同时将贴片文件提供给顾客.贴片和光绘文件具体要求如下：
1）.贴片和光绘文件发送到如下邮箱 （注意发送文件的邮件主题必须包含客户PO和PN，也可以加上FP的PN.）
document@afg.com.hk 以及 bonnie.luo@fineline-global.com 
2）.文件命名要求
贴片文件和光绘文件
邮件主题: WF and PF FL003455_0 PO00122222+ FP内部需要的信息 (PO+PN+FP需要的信息，如公司内部型号等)
光绘文件命名： FL003455_0 WF.ZIP

贴片文件命名： FL003455_0 PF.ZIP

3）.贴片文件必须包含MARK点和外形框，如下图：

4）.如果客户提供单板贴片文件
1） 如果以单片形式出货，请将外形框添加到提供的贴片文件内，其他不要做任何更改；
如果线路板内没有任何Mark点，请EQ与客户确认。
2）如果是拼板出货，要根据提供的贴片文件做拼版并且把单元板的Mark点，工艺边Mark点以及外形框添加到文件中。
5).如果客户没有提供单板贴片文件
1） 按照我司常规方式制作贴片，注意用阻焊开窗做参考基准，保留做贴片的焊盘。 

2） 将工艺边上Mark点，外形框以及单元板内的Mark点增加到贴片文件中。
3） 如果线路板没有SMT焊盘，不需要提供贴片文件。
 6).如果客户提供拼版贴片文件
如果客户提供的贴片文件不包含外形框，需要将外形框增加到贴片文件中。
3.其他: 

     黑色阻焊订单，要求盖电测章时，如客户没有指明电测章颜色，请使用白色印油。
     白色阻焊订单，要求盖电测章时，如客户没有指明电测章颜色，请使用黑色印油。
4. 定位孔:如客户原稿或制板说明没有要求时，未经EQ确认，不可按常规处理办法私自添加定位孔和光学点

5. .ERP备注：
      ERP阻焊工序备注：阻焊不允许单面分段制作，超长板时，请晒大网制作
                        对于沉锡板，沉锡及终检工序备注：沉锡不允许返工
                        对于沉银板，沉银及终检工序备注：沉银不允许返工
6. Working Gerber Data要求

在发给客户的WGD中增加一个塞孔的单独的文件，塞孔包含全塞，半塞，树脂塞孔盖覆铜设计等
7.图纸要求：刚性板要求图形精度+/-0.1mm，工程需提供两个MARK点或者定位孔之间的距离图纸给工厂监控。
FPC：
1.挠性板和刚挠板，涨缩要求（L一般指盘与盘，孔与孔的最远距离）

L≤300mm 公差 +/-0.1mm
300<L ≤400mm 公差+/-0.125mm
400<L≤500mm公差+/-0.15mm
L>500mm 公差+/-0.18mm；

（柔性板出现以下几种情况可以不用管控：1.单面有胶基材板件；2.压合补强次数≥2次的板件；3.铺铜率低于40%的板件；4.排线板件）
2.
我司工程需根据X和Y轴方向测量最远的盘和盘，孔和孔之间的尺寸，提供给工厂进行出货前的涨缩监控。
   3. 如客户的制板说明对板材没有要求，刚挠板刚性材料默认的使用高Tg FR4材料

   4. 如客户的制板说明对FR4补强的板材没有要求，柔性板及刚揉板的FR4补强也使用高Tg FR4材料。

HF
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Appendix A 


A.1   Details of layer construction of multilayer boards 
 
Lütze layer construction number 1 
4-multilayer: total thickness 0,8 +/- 0,1 mm with 35μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 35μm  


    


Layer 2 L2 35μm  


   100μm 


Layer 3 L3 35μm  


    


Layer 
Bottom LB 


 


35μm  


 
 
Lütze layer construction number 2 
4-multilayer: total thickness 0,8 +/- 0,1 mm with 35μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 35μm  


   100μm 


Layer 2 L2 35μm  


    


Layer 3 L3 35μm  


   100μm 


Layer 
Bottom LB 


 


35μm  
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Lütze layer construction number 3 
4-multilayer: total thickness 1 +/- 0,1 mm with 35μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 35μm  


    


Layer 2 L2 35μm  


   100μm 


Layer 3 L3 35μm  


    


Layer 
Bottom LB 


 


35μm  


 
 
Lütze layer construction number 4 
4-multilayer: total thickness 1 +/- 0,1 mm with 35μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 35μm  


   100μm 


Layer 2 L2 35μm  


    


Layer 3 L3 35μm  


   100μm 


Layer 
Bottom LB 


 


35μm  


 


Release VA 
(Name/Date) 


Author VA Index VA Document Path Page (Name/Date) (Index/Name/Date) 


05/T. Biesler/01 F:\55\General+Specification+for+PCB+Suppliers_EN.DOC 9 of 24 K. Heyer/01.08.12 A. Gennrich/10.03.10 







VA-QM-IRIS General Specifications for PCB-Suppliers_EN 


 
Lütze layer construction number 5 
4-multilayer: total thickness 1 +/- 0,1 mm with 70μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 70μm  


    


Layer 2 L2 70μm  


   100μm 


Layer 3 L3 70μm  


    


Layer 
Bottom LB 


 


70μm  


 
 
Lütze layer construction number 6 
4-multilayer: total thickness 1 +/- 0,1 mm with 70μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 70μm  


   100μm 


Layer 2 L2 70μm  


    


Layer 3 L3 70μm  


   100μm 


Layer 
Bottom LB 


 


70μm  


 


Release VA 
(Name/Date) 


Author VA Index VA Document Path Page (Name/Date) (Index/Name/Date) 


05/T. Biesler/01 F:\55\General+Specification+for+PCB+Suppliers_EN.DOC 10 of 24 K. Heyer/01.08.12 A. Gennrich/10.03.10 







VA-QM-IRIS General Specifications for PCB-Suppliers_EN 


 
Lütze layer construction number 7 
4-multilayer: total thickness 1,5 +/- 0,15 mm with 35μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 35μm  


    


Layer 2 L2 35μm  


   100μm 


Layer 3 L3 35μm  


    


Layer 
Bottom LB 


 


35μm  


 
 
Lütze layer construction number 8 
4-multilayer: total thickness 1,5 +/- 0,15 mm with 35μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 35μm  


   100μm 


Layer 2 L2 35μm  


    


Layer 3 L3 35μm  


   100μm 


Layer 
Bottom LB 


 


35μm  
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Lütze layer construction number 9 
4-multilayer: total thickness 1,5 +/- 0,15 mm with 70μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 70μm  


    


Layer 2 L2 70μm  


   100μm 


Layer 3 L3 70μm  


    


Layer 
Bottom LB 


 


70μm  


 
 
Lütze layer construction number 10 
4-multilayer: total thickness 1,5 +/- 0,15 mm with 70μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 70μm  


   100μm 


Layer 2 L2 70μm  


    


Layer 3 L3 70μm  


   100μm 


Layer 
Bottom LB 


 


70μm  
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Lütze layer construction number 11 
4-multilayer: total thickness 1,5 +/- 0,15 mm with 105μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 105μm  


    


Layer 2 L2 105μm  


   100μm 


Layer 3 L3 105μm  


    


Layer 
Bottom LB 


 


105μm  


 
 
Lütze layer construction number 12 
4-multilayer: total thickness 1,5 +/- 0,15 mm with 105μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 105μm  


   100μm 


Layer 2 L2 105μm  


    


Layer 3 L3 105μm  


   100μm 


Layer 
Bottom LB 


 


105μm  
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Lütze layer construction number 13 
6-multilayer: total thickness 0,8 +/- 0,1 mm with 35μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 35μm  


    


Layer 2 L2 35μm  


    


Layer 3 L3 35μm  


   100μm 


Layer 4 L4 35μm  


    


Layer 5 L5 35μm  


    


Layer 
Bottom LB 


 


35μm  
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Lütze layer construction number 14 
6-multilayer: total thickness 1 +/- 0,1 mm with 35μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 35μm  


    


Layer 2 L2 35μm  


    


Layer 3 L3 35μm  


   100μm 


Layer 4 L4 35μm  


    


Layer 5 L5 35μm  


    


Layer 
Bottom LB 


 


35μm  
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Lütze layer construction number 15 
6-multilayer: total thickness 1,5 +/- 0,15 mm with 35μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 35μm  


    


Layer 2 L2 35μm  


    


Layer 3 L3 35μm  


   100μm 


Layer 4 L4 35μm  


    


Layer 5 L5 35μm  


    


Layer 
Bottom LB 


 


35μm  
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Lütze layer construction number 16 
6-multilayer: total thickness 1,5 +/- 0,15 mm with 70μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 70μm  


    


Layer 2 L2 70μm  


    


Layer 3 L3 70μm  


   100μm 


Layer 4 L4 70μm  


    


Layer 5 L5 70μm  


    


Layer 
Bottom LB 


 


70μm  
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Lütze layer construction number 17 
8-multilayer: total thickness 1,5 +/- 0,15 mm with 35μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 35μm  


    


Layer 2 L2 35μm  


    


Layer 3 L3 35μm  


    


Layer 4 L4 35μm  


    


Layer 5 L5 35μm  


    


Layer 6 L6 35μm  


    


Layer 7 L7 35μm  


    


Layer 
Bottom LB 


 


35μm  
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Lütze layer construction number 18 
4-multilayer: total thickness 1,5 +/- 0,15 mm with 210μm (outside) and 35μm (inside) final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 210μm  


    


Layer 2 L2 35μm  


   100μm 


Layer 3 L3 35μm  


    


Layer 
Bottom LB 


 


210μm  


 
 
Lütze layer construction number 19 
4-multilayer: total thickness 2 +/- 0,2 mm with 35μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 35μm  


    


Layer 2 L2 35μm  


   100μm 


Layer 3 L3 35μm  


    


Layer 
Bottom LB 


 


35μm  
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Lütze layer construction number 20 
6-multilayer: total thickness 1,5 +/- 0,15 mm with 70μm final copper cladding 
for blind holes over the Layers Top/2/3 respectively Bottom/5/4 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 70μm  


    


Layer 2 L2 70μm  


    


Layer 3 L3 70μm  


   220μm 


Layer 4 L4 70μm  


    


Layer 5 L5 70μm  


    


Layer 
Bottom LB 


 


70μm  
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Lütze layer construction number 21 
10-multilayer: total thickness 1,5 +/- 0,15 mm with 35μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 35μm  


    


Layer 2 L2 35μm  


    


Layer 3 L3 35μm  


    


Layer 4 L4 35μm  


    


Layer 5 L5 35μm  


    


Layer 6 L6 35μm  


    


Layer 7 L7 35μm  


    


Layer 8 L8 35μm  


    


Layer 9 L9 35μm  


    


Layer 
Bottom LB 


 


35μm  
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Lütze layer construction number 22 
8-multilayer: total thickness 2,65 +/- 0,265 mm with 105μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 105μm  


   300μm 


Layer 2 L2 105μm  


   200μm 


Layer 3 L3 105μm  


   300μm 


Layer 4 L4 105μm  


   200μm 


Layer 5 L5 105μm  


   300μm 


Layer 6 L6 105μm  


   200μm 


Layer 7 L7 105μm  


   300μm 


Layer 
Bottom LB 


 


105μm  
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Lütze layer construction number 23 
10-multilayer: total thickness 3,85 +/- 0,385 mm with 105μm final copper cladding 
 


Layer description 


 Lütze 
Construction Copper Distance 


Layer Top LT 105μm  


   230μm 


Layer 2 L2 105μm  


   195μm 


Layer 3 L3 105μm  


   585μm 


Layer 4 L4 105μm  


   195μm 


Layer 5 L5 105μm  


   345μm 


Layer 6 L6 105μm  


   195μm 


Layer 7 L7 105μm  


   585μm 


Layer 8 L8 105μm  


   195μm 


Layer 9 L9 105μm  


   230μm 


Layer 
Bottom LB 


 


105μm  
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_1659965877/Reת�� V155��±�ر��.msg
Re:转发: V155无卤素标记

		From

		xiongdl[熊丹莉]

		To

		张友柱

		Cc

		'hdc[黄德常]'

		Recipients

		zhangyouzhu@chinafastprint.com; hdc@chinafastprint.com



张工
没有问题，可以的





--


Devoted to technology innovation, fully satisfied customers and speedy service



Fastprint Circuit Tech Co.,Ltd.



Danielle 熊丹莉



Sales Department  
TEL: +86-020-32213152 /13570412283



E-mail: vsales1@chinafastprint.com



Skype: xdl1119 



Web: http://www.chinafastprint.com





发件人："张友柱" <zhangyouzhu@chinafastprint.com>
发送日期：2020-08-26 12:15:52
收件人："'xiongdl[熊丹莉]'" <xiongdl@chinafastprint.com>
抄送人："'hdc[黄德常]'" <hdc@chinafastprint.com>
主题：转发: V155无卤素标记




熊工，



您好！



与CAM确认HF标记可做成如下形式，与客户提供的图片基本一致，确认下有没有问题，谢谢！



cid:1505998205.53981.1598426944573.Hmail.xiongdl@chinafastprint.com



[以身作则， 一次做对]



质量管理部 / 张友柱



电话：3050



手机：15017566552                      



邮箱：zhangyouzhu@chinafastprint.com



广州兴森快捷电路科技有限公司



 



发件人: hdc[黄德常] [mailto:hdc@chinafastprint.com] 
发送时间: 2020年8月26日 11:59
收件人: zhangyouzhu
主题: 回复: V155无卤素标记



 



 



您好：



          可以做成这样的



 







 



 



 



  预防为主  一次做对



工程部   CAM组（P2CAM） 黄德常



电话:(020)32213126 分机 3126



手机：15017595283



广州兴森快捷电路科技有限公司



地址:广州科学城光谱中路33号



E-mail:hdc@chinafastprint.com



Http://www.chinafastprint.com



=============================



 



发件人： 张友柱



发送时间： 2020-08-26 11:46



收件人： 'hdc[黄德常]'



主题： V155无卤素标记
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您好！



附件无卤素标记能不能按照这个格式加，我们公司之前有加过么？
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		序号		项目		客户要求

		1		板材		制板说明有具体要求时，则按要求，没有详细要求时则按快捷默认常用板材，生益、南亚、联茂、台耀等。
常用：生益、南亚、联茂、台耀


		2		孔		有提供孔表时，按照孔表定义的钻孔属性制作。无孔表时，有焊环的孔默认按PTH属性设计，无焊盘或无焊环（即盘孔等大或盘比孔小）且无电气性能连接的孔都按NPTH孔设计，邮票孔按NPTH属性设计，附边定位孔按NPTH属性设计。

		3		焊盘		允许工程按默认的工艺要求调整隔离盘的尺寸和花焊盘的尺寸，以达到加工能力要求。调整会确保导通性能，且不考虑调整是否会影响隔层的信号线。

		4				焊盘间距不足时，只允许SMD焊盘削盘最大1mil（单边0.5mil）制作，超出1mil需EQ，其他焊盘削盘需EQ确认；线路间距或孔到导体间距不足时，移动走线需EQ确认

		5				SMD盘宽方向不足7mil时，默认加大到7mil

		6				内层孤立焊盘（无功能焊盘）按文件制作，不删除。 

		7		铜皮/阻流铜		网络间隙小于等于3mil时，默认填实做成铜皮

		8				保证孔到铜皮，焊盘到铜皮的加工能力，铜皮在确保无开短路情况下允许被削。

		9				客户要求不允许加平衡铜，没有说明清楚是指单元板内还是工艺边也不能加时，默认允许SET工艺边上加平衡铜，板内不允许加。


		10		阻焊/字符		阻焊颜色无要求默认做绿油，型号按我司常规型号。


		11				当客户没有在“Spec Report”中指明阻焊外观（"Solder Mask appearance"）时，允许默认按哑绿色制作。

		12				字符无要求时默认做白油，型号按我司常规型号。

		13				序列号周期高度要求按客户要求的+/-15%控制。

		14				字符线宽大于4mil,字符高度大于25mil， 字符到盘距离6mil.
默认允许调整满足字宽字高能力，极性标识字符保留，其它字符与字符框默认可被焊盘掏掉，默认接受因焊盘掏掉的残缺，当无法按能力调整时，默认接受设计字高不足导致的字符模糊。上表面处理的字符默认被削掉。板外字符默认删除处理。

		15				外层铜厚大于1OZ设计，字符一半基材一半铜时默认接受字符残缺

		16		阻抗		阻抗公差：默认按阻抗值小于50按+/-5ohm,大于等于50按±10%

		17				客户无要求时，默认不提供阻抗条。

		18		版本升级处理		当订单有前版本或旧文件，此次只是升级或改版，EQ问题直接参加前版本制作，不做确认。

		19		拼板		如原稿或制板说明没有要求时，单元板内加定位孔和光学点需要EQ确认，SET工艺边允许加定位孔和光学点不需要确认。
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		Gerneral EQ and Reply for FineLine-Germany (FL/KB/SW/FU/QP)（我司代码 V155、V212、V32T 、V3IT 、V2G2）

																				Rev 3  09.01.2020

		Problem description										Suggestion								Response by customer

		1.文件  gerber file		1.贵司提供了原始文件及生产文件，如两文件只是钻孔及线路补偿不一样，其它一样                                                                             If you provide both original gerber and working gerber, and there is only a difference in compensation for holes and conductors in the working data.								我司建议以贵司原始文件为准，参照贵司生产文件做板                                                   We advise to follow the original gerber to fabricate, and the working data just for reference.								ok

		2.孔 hole		1.所有大于6.5mm的孔没有对应的钻咀                                            There's not drill bit for hole large than 6.35mm in our company.								建议采用锣孔方式做出，需接受+/-5mil的孔位和孔径公差，（尽量按+/-0.1MM控制）                                                                                               We advise to route out, the tolerance of position and hole size will be +/-5mil (we'll try to control with +/-0.1mm).								tolerance +0.15/-0.05mm
公差+-0.15/-0.05mm

				2.文件设计若有连孔但没有显示按槽孔制作                                            If design with connecting holes, but not specify to make it as slot.								建议按文件制作                                                                                                                                 We advise to make it as original design.								ask
EQ确认

				3.钻带中有小于或等于3mil的钻孔                                                      The holes are ≤ 3mil in the drilling file.								建议直接删除                                                                                           Delete them directly.								If has design, ask; If no design, delete
如果有设计需要EQ确认，如果没有设计，直接删除

				4.工作边没加光点和工具孔                                                            There are not tooling holes and fiducials on the panel frame.								建议按我司常规添加                                                                                                  We can add tooling holes and fiducials per our standard.								Ok except customer Lütze: About tooling holes ask, follow customer panel drawing, if there are no fiducials in customer drawing then fiducials must not be added 
同意，Lutze客户：关于工具孔问题需要根据客户的拼版图制作，如果图纸中没有光学点则不允许添加。

				5.孔属性定义，有时提供的文件没有孔属性要求                         If there's not information for PTH or NPTH.								建议:双面线路没有PAD或独立孔PAD与孔等大或比孔小的做NPTH孔。其他的按PTH孔制作。                                                                                                           The two kinds of holes listed are NPTH: 1, holes without pads on both top and bottom sides; 2, the PAD is isolated and it is the same size with the hole or smaller than the hole. The other holes shall be plated.								ok (In Case of one side PAD >hole then ask)
同意（如果单边焊盘＞孔则需要EQ确认）

				6.关于喷锡板的邮票孔大小，为了避免锡珠入孔                                      for HASL surface board, the solder ball drop into stamp holes easily								按如下建议处理：                                                                      
板厚≤1.6mm，邮票孔≥0.5mm；板厚＞1.6mm，邮票孔≥0.6mm                            we will follow below suggestion to do:                                                                   board thickness≤1.6mm，stamp hole size≥0.5mm；
board thickness＞1.6mm，stamp hole size≥0.6mm								ok (Use 2nd Drill for stamp hole)
同意（用二次钻孔做邮票孔）

				7. some vias very closed to outline or very closed to other same net holes.
一些通孔与外形线非常靠近或者或者与相同网络的孔非常靠近								move the vias properly to avoid the hole broken
适当的移动这些通孔以避免孔破								If A project, ask; move them if B project
如果是项目A需要EQ确认，如果是项目B可直接移动

				8. the distance of between stamp holes is too near,if we follow gerber to build,it's easy break off breakaway.
邮票孔间距离太近，如果我司根据Gerber制作，非常容易断裂								reduce the stamp hole size properly to assure the hole edge to hole edge 0.25mm min.
适当的缩小孔径保证孔边缘到孔边缘最小距离为0.25mm								We can reduce the hole size within 0.05mm, at customer Grüninger follow requested breakaway tab
按照客户的孔分离要求，我们可以缩小孔的尺寸0.05mm之内。

				9.Customer specified the pth holes, But the pads of pth holes are same as holes or smaller than holes, and some pth holes have no pads, please confirm 
客户要求做PTH孔，但是孔环和孔等大甚至比孔小，有一些PTH孔没有孔环，请确认								make them as NPTH holes
按照NPTH孔制作								If A project, ask; OK if B project
如果是项目A，EQ确认，如果是项目B则同意按照NPTH孔制作

				10,Some PTH holes(>=0.6mm) are too close each other and less 0.15mm distance when we compensate these holes.
有些PTH孔(≥0.6mm)彼此太近，当我们补偿这些孔时，距离小于0.15mm								Follow original gerber, accept hole  broken.
根据原始文件制作，接受孔破								OK (only for same Net) 
同意（仅针对同一网络的孔）

				11, Some the tolerance +/-0 for the holes is too strict for us and we can't meet.
一些孔的公差为+/-0，这个要求太严格我们无法满足。								According fineline FL-WI-ENG-003 generally Spec to do.
PTH holes:+0.10/-0.05mm, NPTH holes: +/-0.05mm
Slot PTH & NPTH: +0.15/-0.05mm. 
按照Fineline的FL-WI-ENG-003的通用要求制作。
PTH孔：+0.1/-0.05mm，NPTH孔+/-0.05mm
PTH槽孔以及NPTH槽孔：+0.15/-0.05mm								Ok, but registration slots in rails should be nibbled with better tolerances
同意

		3.线路 circuit		1.铜皮或PAD距离锣边、V-CUT线太近，容易导致露铜                               The copper or pads are very close to routing or v-cut that will lead to copper exposure.								建议：1，掏铜距离锣边0.20mm,距离V-CUT线0.4mm,按不露铜处理？2，盖油铜皮掏铜0.20mm保证不露铜、上锡PAD掏铜0.1mm按露铜制作？ suggestion 1, to avoid copper exposure, trim copper to get 0.25mm space to routing and 0.4mm space to v-cut. Suggestion 2, for copper covered with solder mask, trim copper 0.25mm apart from the profile to avoid copper expoaure; for solder PADs, trim copper 0.1mm apart from the profile, but pls accept copper exposure.								Suggestion2 is OK. But use 0.2mm gap for routing process
建议2可以接受，但是锣边制作需保持0.2mm的间距

				2.工艺边上的光学点在制程中容易脱落                                                                                      For mark point on tooling edge, is easy to peel-off.								建议在工艺边加假铜PAD或加保护环.                                                                      We advise to add dummy copper PAD or protect ring on the tooling edge.								OK, gap min. 6.00 mm around on rails covered with solder mask 
同意，线路周围最小间距6mm需要覆盖阻焊

				3.导线公差建议按IPC二级标准+/-20%控制                                   circuit tolerance we control as +/-20%,follow standard IPC II.								please confirm.								ok, except it is other described in customer spec then ask
同意，若客户文件中有其他要求需要EQ确认

				4.线路一面为基材，另一面为大铜皮上的NPTH孔，且孔对应的阻焊也没有上锡PAD，                                                                    One side circuit with base material,and another side with NPTH on copper area, and there's no tinned PAD in corresponding soldermask layer.								我司建议此孔掏开大铜皮距孔边0.2MM制作                                                              we advise to trim the copper to make 0.2mm to hole side.								ok

				5.板内直径小于1.0MM的光点                                                          For mark point smaller than 1.0mm on board.								我司建议加大到1.0MM制作                                                                                   we advise to enlarge to 1.0mm,please accept.								If A project, ask; OK if B project
如果为项目A需要EQ确认，如果为项目B同意

				6.设计的网格铜线宽和线隙超我司能力                                         The copper patterns consist of grid, but the line width and space of the grid are beyond our production capacity.								建议按我司生产能力调整网格线宽和线隙（Hoz：8/8mil;1OZ:10/10mil;2oz:12/12mil）  Propose to follow our production capacity to adjust the line width and space of the grid (our production capacity: min.8/8mil apply to Hoz, min.10/10mil apply to 1oz, min.12/12mil apply to 2oz).								ask
EQ确认

				7光点保护环的环宽不足10mil                                                        The ring width of protecting copper ring for fiducials is less than 10mil.								建议保护环直接加粗至10mil以上（铜厚2oz以下），保证成品不脱落                    If the copper is under 2oz, increasing the ring width to be more than 10mil to avoid the protecting copper ring peeled off.								ok
同意

				8.NPTH孔的孔环不足16mil(单边)生产时易脱落                                   The annular ring of non-plated hole is less than 16mil (per side), the annular ring will be peeled off in the process of production.								建议直接删除此类孔环                                                                                     Delete the annular ring directly.								If A project, ask; OK if B project
如果为项目A需要EQ确认，如果为项目B同意

				9. The line width of the legend in copper is only 4 or 6mil, and we need at least 8mil. 线宽只有4-6mil，我司需要至少8mil								suggest enlarge the line wisth to 8mil ,and etch legend may be blurry is accept
建议将线扩大到8mil，刻蚀图例可能模糊，可以接受								OK, but the generally designed min. gap between potentials must not reduced 
同意，但是通用设计的最小间距不能减小

				10.we are not sure the place min spacing  0.5mil whether be connect,or break cut.
我们不能确定最小间距0.5mil的位置是连接，还是断开。								connect them.连接起来								If A project, ask; OK if B project
如果为项目A需要EQ确认，如果为项目B同意

				11. there are some big areas without copper on all inner layers, when laminated, the prepreg can’t fill these areas well, so these areas will appear measling and voids after laminated.
各内层均存在较大的无铜区域，叠合时，预浸料无法很好地填充这些区域，叠合后这些区域会出现起泡和空洞。								We suggest to add copper thieving in these areas on all inner layers to avoid this problem and keep 1.5mm distance to the features .
我们建议在所有内层的这些区域增加铜，以避免这个问题，并保持1.5mm的距离								Ask
需要EQ确认

				12.The copper pads of connecting the lines are smaller than the PTH holes .
连接线路的焊盘比PTH孔小								we can increase the copper pads to keep 6mil annular ring for the PTH holes.
我们可以增加铜垫保证PTH孔有6mil的孔环								If A project, ask; OK if B project
如果为项目A需要EQ确认，如果为项目B同意

		4.阻焊 soldermask		1.保留绿油桥需要线路最低的IC或PAD的距离                                           For green soldermask color, the min. IC or PAD space to keep soldermask bridge.								基铜：HOZ:7MIL;1OZ:10MIL;2OZ：11mil;3oz:13mil杂色油墨在此基础上加大2MIL。 Base copper thickness: Hoz min. 7mil,1OZ:10MIL,2OZ：11mil,3oz:13mil. If other soldermask color, pls add 2mil on above.								ask
需要EQ确认

				2.若需要过孔塞油                                                                               if vias with soldermask plug.								建议以下设计不塞改为盖油：1，孔径≥0.65mm；2，孔距离相邻上锡PAD≤5MIL;3,单面开窗的过孔 We advise change soldermask plug to cover for below design: 1, hole dia≥0.65mm. 2, distance from hole to next tinned PAD≤5MIL. 3,vias with one side soldermask openning.								ask
需要EQ确认

				3.若需要过孔塞油,但原稿为过孔双面开窗的                                        if vias with soldermask plug,but there have sodermask opening on both sides.								建议取消原稿中过孔对应的双面开窗                                                                        we advise delete the soldermask opening on both sides for vias,plug vias with soldermask.								ok, but if not 100% of vias open, then ask
同意，如果不是100%的过孔开窗需要EQ确认

				4.若基铜≥2oz的大铜皮开全窗，喷锡后会导致铜皮起翘                 If the copper≥2oz with soldermask openning, this lead to copper raise after HASL.								建议沿大铜面边缘盖1.0宽度的绿油                                                                      We advise to cover soldermask with 1.0mm width from copper edge.								ask
需要EQ确认

				5.设计阻焊字宽度和高度太小会导致模糊不清                                       The designed soldermask legend with too small width and height,this lead to legend blur.								建议：1，有空间加大我司自行修订保证清晰？2，按文件制作接受模糊现象？We advise to: 1, if there's enough space, we enlarge the size to make legend clear. 2, make as original design,but pls accept legend blur.								Ask for A-project, use 1. for B-project
项目A需要EQ确认，项目B按照建议1制作

				6.若文件设计阻焊开窗太大导致相邻线路上锡或露铜                             If the soldermask openning to large lead to next circuit tinned or copper exposure.								建议不改变阻焊开窗的大小，但我司自行修订至不露铜处理 we advise not to change the soldermask openning size, but we trim to avoid copper exposure.								ok
同意

				7.若文件设计阻焊开窗太大，同一面又有白字，会导致白字在阻焊PAD上                                                                                If the soldermask openning to large and there's white legend,this lead to white legend on soldermask PAD.								我司建议类似此种情况，我司改小阻焊开窗。即2OZ铜以下的板加单边3MIL开窗。2OZ铜以上的板加单边2MIL的开窗                                                               we advise to reduce soldermask openning,for copper less than 2oz, we add 3mil openning, and for large than 2oz, we add 2mil openning,								OK
同意

				8.若文件设计阻焊PAD与线路PAD等大                                               if the soldermask PAD with the same size of circuit PAD.								建议为避免因对位偏差产生渗油上PAD影响焊接，我司自行加比线路PAD单边大的开窗.即2OZ铜以下的板加单边3MIL开窗。2OZ铜以上的板加单边2MIL的开窗。                                                                                                                     To avoid soldermask ink on PAD influence assembly, we advise to enlarge soldermask openning of circuit PAD, for copper less than 2oz,add 3mil openning; for copper large than 2oz, add 2mil openning.								ok
同意

				10.线路pad与对应的阻焊开窗不匹配                                           Mismatch between copper pad and solder mask opening.								建议按线路pad形状调整开窗                                                                              We can change the shape of solder mask opening to match the copper pads.								ask
需要EQ确认

				11.原稿中的开窗比线路pad小的                                                               The solder mask opening is smaller than the copper pad in the origianl file.								建议按原稿做即可                                                                                        Follow the origianl file to do.								If the solder mask opening is much smaller than pad(like the picture), OK; otherwise, ask
如果阻焊开窗比焊盘小（像附件图片一样），则同意，如果不是则需要EQ确认。

				12.板内光点开窗太大露周围的大铜皮或线路                                         The solder mask opening of fiducials is very big to cause the nearby copper or trace exposed.								建议缩小开窗，保证不露铜                                                                              Reduce the solder mask opening of fiducials to avoid copper exposure nearby.								If A project, ask; OK if B project
如果为项目A需要EQ确认，如果为项目B同意

				13.关于阻焊桥的问题。板子铜厚小于2OZ的板子，阻焊绿色，我们需要IC间距至少8MIL保证阻焊桥，阻焊颜色为非绿色，我们需要IC间距至少9mil才能保证阻焊桥。                                             Generally speaking ,board with finish Cu less than 2oz ,solder mask is green ,we need 8mil min gap between ic pads to ensure solder mask dam ;solder mask is not green ,we need 9mil min gap between ic pads to ensure solder mask dam .								如果客户原稿间距太小保证不了阻焊桥，我们可以缩小焊盘在小于等于2MIL范围内保证阻焊桥，缩小值大于2MIL范围按开通窗制作。                                                If the gap between ic pads is small to ensure solder mask dam ,please confirm we can reduce ic pad size by less than 2mil to ensure solder mask dam .If reduce ic pad size more than 2mil ,please confirm no solder mask dam between ic pads is acceptable .								If A project ask; for B project, if the pad >=0.3mm, we can shave 0.05mm max.
如果为项目A需要EQ确认，如果为项目B同意，如果焊盘≥0.3mm，我们最多可剔除0.05mm。

				14.表面处理喷锡，板内双面盖油过孔≥0.4mm                             surface finish is HASL and via size≥0.4mm(with solder mask on both sides)								建议对此类过孔加开窗来避免锡珠入孔                                                 we propose to add solder mask openings for these vias to avoid solder ball drop into hole								If no statement, plug them.
如果没有说明按塞孔制作

				15.表面处理喷锡，板内双面盖油过孔<0.4mm                        surface finish is HASL and via size<0.4mm(with solder mask on both sides)								建议按塞孔处理避免锡珠入孔                                                            we propose to do plugging with solder mask for these vias to avoid solder ball drop into hole								If no statement, plug them.
如果没有说明按塞孔制作

				16. some big PTH holes(size >1.0mm, not via hole) have only one side solder mask openings, the other side covered with solder in original gerber.
在原始文件中有一些大的孔（尺寸＞1.0mm,非过孔）只有单板边阻焊开窗，另一边被阻焊覆盖。								Add solder mask openings drill size + 8mil at the covered side to avoid solder mask ink flow into hole wall.
在阻焊覆盖的一侧增加孔径+8mil的阻焊开窗避免阻焊油墨入孔								If A project ask, if B project follow Gerber
如果为项目A需要EQ确认，如果为项目B按照Gerber制作。

				17. the peel-able mask is very close to circuit pad which solder mask opening ，we need 16mil at least to avoid peelable mask onto near pad 
可剥胶与有阻焊开窗的线路焊盘很近，我们需要至少16mil的距离保证可剥胶不会上附近的焊盘								peel-able mask on the circuit pad is ok
允许可剥胶上线路焊盘								Shave the peel-able mask pads, not more than 10%.
剔除不超过10%的可剥胶盘。

				18. We have not the specify soldermask ink type. 
我司没有规范中要求的阻焊油墨型号								We can use the similar type soldermask ink instead of it
我司使用相似类型的阻焊油墨型号替代								Ask
需要EQ确认

				19.it request to plug all VIA hole with solder mask,but there have >0.50mm via ,we cannot plug well for these type bigger via
要求所有的过孔都要阻焊塞孔，＞0.5mm的过孔太大我司无法做好塞孔								Suggestion A ,change the >0.50mm to 0.45mm to plug with solder mask.
Suggestion B ,don't plug the via which >0.50mm ,just follow customer  Gerber to do 
建议A:将＞0.5mm的过孔改为0.45mm的孔之后阻焊塞孔
建议B:＞0.5mm的孔不做塞孔设计，只按照客户GERBER制作								Ask
需要EQ确认

				20.as picture shown，the size of soldermask opening is the same with via hole size，soldermask oil will flow into hole
如图片所示，阻焊开窗尺寸与过孔大小一致，阻焊油墨会流入孔内。								A :enlarge the soldermask opening to drill + 6mil 
B:delete the soldermask openings which are the same size with via hole 
A：加大阻焊开窗钻孔+6mil
B:删除与过孔相同尺寸的阻焊开窗								If it is not other requested in customer spec then follow A and use Spot Print in case of vias < = 0.3mm
如果在客户的规格中没有其他要求，那么就按照A和使用Spot Print如果过孔≤ 0.3毫米

				21.as picture shown，some vias have soldermask opening,we can not keep dam between via pads and SMT pads,pls confirm it
如图所示，一些过孔有阻焊开窗，在过孔孔环和SMT焊盘之间无法做阻焊桥，请确认								1.accept no soldermask dam between via pads and SMT pads where in the same net
接受同一网络的有开窗的过孔和SMT焊盘之间没有阻焊桥。
2.Shave the opening of via to keep the solder mask dam
削过孔的开窗保证阻焊桥。								suggestion 2
建议2

				22. SpecReport 中 写的：MatterGreen (如下图1)， 客户Spec中写的： Green  （如下图2）.  工厂工程师认为两者之间不相同，有矛盾。								请确认								SpecReport 中 写的：MatterGreen (如下图1)， 客户Spec中写的： Green  （如下图2）.  工厂工程师认为两者之间不相同，有矛盾。
这其实并不矛盾，因为Matte Green 是 Green的一种，Specreport中写的到Matte Green相当于更具体了。如果两份规范，一份写Matte Green, 另一个写Glossy Green,这样才是有冲突。
所以，请帮忙转告工程人员，以后不要在问这个问题。有啥疑问可以让他们联系我。

		5.文字 legend		1.设计的文字丝印位于上锡PAD或铜皮上或孔内及板外的文字；丝印太靠近V-CUT线或锣边                                                             For such legend: 1, on tinned PAD or copper, or in the hole, or outside board. 2, legend to near touring or v-cut line.								为避免影响焊接建议套掉处理                                                                          we advise to delete it to ensure assembly.								ok

				2.字符线宽不足5mil，字高不足27mil，印出后会模糊不清                    If the line width of characters is less than 5mil, the height of characters is less than 27mil, the characters will be illegible on the board.								适当加粗字符线宽和字高，如无空间加大时请接受模糊                                           Try to enlarge the characters, if no room to do that, the illegible characters are acceptable.								OK

				3.线路，阻焊，文字上的字体做出后为反字                                          If the texts in copper, solder mask or silkscreen are reverse on the finished board.								建议镜像制作，成品时方便辨认                                                                          We can mirror these texts in our working file to guarantee obverse texts on the finished board.								If A project ask, if B project follow Gerber
如果按照项目A则需要EQ确认，如果按照项目B则需要根据Gerber制作。

				4.文字设计在工艺边上                                                            if legend on tooling edge.								建议按文件制作                                                                                            we advise to make as original design,								ok

				5. The distance is less 0.4mm between two copper pads ,it is so narrow that we can not make out the silkscreen bridges . 
两个焊盘之间距离小于0.4mm，这个距离太小了无法做丝印字符桥								We will cancel the silkscreen bridges if  the distance is less than 0.4mm between two copper pads . 
如何焊盘间距小于0.4mm，我们不做字符桥。								OK, shave the silkscreen
同意

		6.成型 routing and v-cut		1.V-CUT余厚公差控制在+/-0.1mm,上下对位偏差+/-0.1mm的范围（1.6MM板厚按0.4+/-0.1MM，1.6MM以上按1/4控制） Remaining thickness after v-cut control with +/-0.1mm, misregistration tolerance for 1.6m board thickness is +/-0.1mm, but for ≥ 1.60mm, it's +/- 0.25*thickness mm.								please confirm.
请确认								not confirmed
不同意

				2.贵司GERBER文件如没有特别的要求，设计成直角的锣槽需接受0.8MM的R位 If there's no requirement, the right-angle slot,pls accept 0.8mm R.								please confirm.
请确认								Please make it as R0.5mm
请按R0.5mm制作

				3.V-CUT连片的板因分板后的毛刺批锋无法控制单板外形                 We cann't control the bur after separate the board with v-cut connecting,								建议V-CUT连片板，只控制V-CUT中心线+/-0.10mm偏差？                                   We advise to control the center of v-cut line with +/-0.10mm misregistration.								OK

				4.外形公差放宽到+/-0.13mm控制，（尽量按+/-0.1MM控制）we advise to control outline +/-0.13mm, try the best to control with +/-0.1mm.								please confirm.
请确认								For routing process the standard tolerance is +/-0.1mm
外形公差+/-0.1mm

				5.客户提供的panel图纸连接位处无邮票孔 （见 pic 6.5)               The customer didn't design stamp holes on the breakaway tab of panel drawing.								建议：A. 按客户图纸制作，不需要增加邮票孔.   B. 增加邮票孔，按厂商标准制作。                                                                                               Suggestion A. we will follow customer drawing to do, don't add any stamp holes on the breakaway.                                                 Suggestion B. we will follow supplier facture standard to add stamp holes on the breakaway tab.								ask
EQ确认

				The dimensions you marked in the drawing are different from that we measured in Gerber. 
图纸标注的尺寸与我们GERBER测量的尺寸不一致								We suggest the dimensions follow Gerber to make .
我们建议尺寸按照Gerber制作								ask
EQ确认

				7.The v-cut line is not through the panel rail,but also not mention need to jump V-cut.
V-cut线没有贯穿整个panel轨道，但是没有提到需要做跳V-cut								Do jump V-cut, can hurt the panel rail
做跳V-cut，允许损坏panel轨道								Ask In case of jump scoring the knife outrun into rails is always allowed
EQ确认

				8.the tolerance of V-CUT angle <+/-2°  is too strict 
V-cut角度公差＜+/-2°太严格								if meet the V-CUT angle tolerance less  +/-5°,we all follow  +/-5° to do 
V-CUT角度公差小于+/-5°，我司按照+/-5°制作								ok
同意

				9.The space between the mouse bits is only 0.16mm,  If the spacing less than 0.25mm, this is too small and easy lead to single units break from panel. 
邮票孔间距只有0.16mm，如果间距小于0.25mm，容易导致单元板从拼版中断开								We suggest reduce the size of stamp hole about 0.10mm, Then assure the spacing between stamp holes meet about 0.25mm.
建议邮票孔尺寸减小0.1mm，保证邮票孔间距满足0.25mm								ok for "B", but for customer Grüninger follow customer requirement. Ask for "A"-Projects
B项目OK,但是 Grüninger 客户需要按照客户要求，A项目需要EQ确认。

				10.The remain thickness tolerance +0.10/-0 MM or +/-0.05mm is too tight 
余厚公差+0.1/-0mm或者+/-0.05mm太小								we all follow +/-0.10mm to control.
我司按照+/-0.1mm管控								ok for +/- tolerance for + tolerance follow +0.15/-0.05mm, for - tolerance follow +0.05/-0.15mm
同意，+/-公差，正公差按照+0.15/-0.0mm，负公差+0.05/-0.15mm

		7.标记   marks		1.贵司生产文件里有别家PCB厂的UL标记                                                If there's other UL mark in the gerber file.								我司建议取消，改为我司的UL标记                                                                       we advise to change to our UL mark.								OK

				2.贵司要求加的标记                                                                       For the required marks.								我司加在基材空位，位置我司自定。                                                                       We advise to add any position with enough space.								OK, if we didn't point out the position.
同意，如果我司没有指定位置

				3.单只板内无足够位置添加标记  There is not room for placing markings on the unit board.								建议加在工作边上合适位置                                                                                  Add markings to panel frame.								Ask
需要EQ确认

				4.客户指定的标记加在阻焊层大铜面上会导致露铜                             The specified area in solder mask for placing markings will casue copper exposure, because it is not copper free area.								直接按客户设计制作，接受露铜                                                                       Follow the requirement to place markings, copper exposure is acceptable.								ok, if it is on ground plane
同意

				5.关于加标记，按SpecReport文件说明添加，没有SpecReport文件或其他说明文件的，
About how to place marking on board ,we will prior to follow the requirement in "SpecReport"to add marking on board ,if no SpecReport or other specification.								默认加我司全套标记（包括：工厂LOGO ，UL LOGO ，UL档案号，周期）,位置自定。we will add our full marking (including our trade logo ,UL logo ,UL file number and date code )on proper location .please confirm.								ask, usually we will remark it in SpecReport
EQ确认，通常我们会在备注在SPC报告中

				6.There is required add surface marking in accordance with J-STD-609B
要求按照J-STD-609B添加表面处理标记								We will add surface marking together with other markings, such as ENIG is "B4",refer to picture
我们会将表面处理和其他标记一起添加，例如沉金就是“B4"，参考图片								In case of this requirement the special marking should be clear for the supplier, otherwise ask the QA-department
如有特殊要求，供应商应注明特殊标识，否则应向qa部门询问

				7.There is a silkscreen character "MADE IN GERMANY" in the gerber.
文件中有字符标记”MADE IN GERMANY“								suggestion A :change to "DESIGN IN GERMANY"
suggestion B :Delete it
A:改为”DESIGN IN GERMAN“
B:删除								Ask, the customer must be informed
EQ确认，客户必须确认。

		8. Supplier change		1. About different capapilities/materials we cannot follow some answers in EQs/FAI-report from previous supplier 
 关于不同的能力/材料，我们无法遵循EQs/FAI报告中的一些来自旧供应商的回复								Small changes (e.g. 10% dielectric thickness deviations inside stackup compared with used stackup from previous supplier (final thickness must not be changed) or other base material/ink) are allowed
允许有微小的变化(例如叠层内部的介质厚度与以前供应商提供的已使用叠构相比偏差10%(最终厚度不得改变)或其他基材/油墨)								Ask for A-project, for B-project is it allowed except if it is explicite not confirmed in EQs before
a项目需确认，b项目是允许的，除非是在之前的EQ中没有明确确认的

		9.基板 Base material		we don’t have TG-180(Tg>=180) material in our storehouse. 
库存没有TG-180的材料								use our normal Tg>=170 material to do
使用我司常用的TG≥170的材料制作								ask
EQ确认

		10.表面处理 
finish  surface		1. The Tin thickness 2.54-38.1um or 5-10um in the fabrication notes is out of our ability to control.
锡厚2.54-38μm或者5-10μm超出我司能力范围								if we meet the request more than 1-40um ,we all can follow 1-40um to do 
若有超出1-40μm的要求，我司都按照1-40μm制作								ok, but ask for "A"-projects in case of requirment 5-10µm
同意，但是若项目A中有要求5-10μm需要EQ确认。

				2. customer requires gold thickness 0.1um for  finish surface as ENIG, it is too thick for us and over our capability.
沉金表面处理要求金厚0.1μm，此金厚要求太厚超我司能力								if we meet the request more than 0.05um ,we all can follow 0.05um min to do 
如有要求金厚超过0.05μm，我司一律按照最小0.05μm制作								ask, at some customers 0.075µm Au thickness will be accepted. See also S/R ( Kontron min. 0.05µm is allowed)
EQ确认，有的客户要求0.075mm的金厚，像S/R（Kontron 最小0.05μm也允许）

		11.阻抗 impedance		it's required the tolerance of impedance value should be +/-5%, this tolerance is strict and we can't meet.
阻抗线公差+/-5%，这个公差要求超出我司能力								if we meet the request for impedance value less than +/-10%, we all follow +/-10% to do
公差小于+/-10%的一律按照+/-10%制作								ask
EQ确认

		12.其它 others		The  copper are  nonsymmetrical, Because IPC generally requriement is 0.75%, It's very diffcult to meet. 
铜的不对称导致我们无法满足0.75%的翘曲								OK, If there are nonsymmetrical in layer stack-up, We can control the bow and twist  to max1%.
如果叠层设计铜不对称，我们可以按照最大1%控制翘曲								ask
EQ确认

		13.标准 Standard		The PERFAG 2E/ PERFAG 3C is not our usual standard.
PERFAG 2E/ PERFAG 3C不是我司常规标准								We will only follow IPC-6012&IPC-A-600 CLASS 2 standard to do, and ignore it, please confirm.
忽略此要求，按照IPC-6012和IPC-A-600的二级标准控制。								ok
同意

		Prepared by: Gordon Lee  / Sam Liu     Approved by: Thomas W
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分两种情况 ，

第一种：客户提供了pdf文档的 spec report，spec中有链接的.  类似于以下这种文件 。 

[image: ]

1. 发EQ时， 打开pdf文件 spec report，点击  “send email”  这个链接， 如下显示， 

[image: ]

2. 点这个链接后， 会出来一个邮件 ： 收件人邮箱是：eq-fineline@fineline-global.com

并有固定邮件主题。

请注意在邮件的主题那里， 如下红色框显示的， 这里的内容不要做任何删除，变更或调整。什么都不要动。 （注：这里的信息非常关键，客户系统中是通过这些信息链接到相关工程师的，更改后工程师会收不到EQ）。 如果我司需要加内部的相关信息， 可以在这些信息后面增加。（但请把客户po,pn，我司生产型号加在里面。）

[image: ]

如果无法链接时，请注意操作：

1． 直接发送给此邮箱：eq-fineline@fineline-global.com



将以下黄色框位置里的内容，（注：不同订单，这里内容不一样）。例如以下显示是：[ref:5000Y00000QJO68]， 将此内容直接复制粘贴在邮件主题那里， 不要做任何删除，变更或调整。如果我司需要加内部的相关信息， 可以在这些信息 后面增加。 （但请把客户po,pn，我司生产型号加在里面。）

[image: ]









注意： 后面的所有相关的沟通或确认邮件 都在这个邮件上发送，回复。请不要重复点击spec  report上链接

否则客户端会有问题 。





第二种情况： 客户没有提供spec report或给的说明文件中spec， 没有链接的， 要求：

1. [bookmark: _GoBack]直接发邮件到这个邮箱：eq-fineline@fineline-global.com 。并抄送给 readme中的工程师联系人(这些联系人助理会在转单时在系统中备注)。

2. 这种情况下， 主题格式，内容和以前做法一样 。（即不同代码以前是什么要求，就按什么要求发）
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预审部分：

1. 光绘确认，提供正常的光绘和贴片文件（严格按参考板CV155015A0制作）：

2. 提供stackup的gerber文件，此文件要求预审做在tgz文件中，统一命名为stackup

CAM部分：

   预审指示为“Backhoff订单”时按如下要求处理：


1. 该终端客户所有订单需光绘确认后下线。此客户一般为拼板交货，有工艺边。


2. 光绘确认除提供正常的光绘和贴片文件外，还需提供以下文件（针对以下几点的制作，文件制作需严格按参考板CV155015A0制作）：

A.预审提供在tgz中一层stackup命名层，CAM在输出光绘时一起输出，光绘确认。


B.提供拼板尺寸图,需要两种：pdf格式和gerber格式。拼板尺寸除正常标注附边反光点到拼板板边的距离外，还需在每个单元板内抓取同一个位置的一个反光点，并标注此反光点到拼板板边的尺寸。压缩在光绘确认的光绘文件中。

C.提供层名为dmc-top和dmc-bottom尺寸图的gerber文件，dmc-top和dmc-bottom层中会有一个中心点（注意拼板中如果单元板为旋转的，则此点需与单元板一起旋转），尺寸标注以此中心点到拼板板边的距离，并且dmc-bottom层需镜像后再进行尺寸标注。尺寸标注方法需按参考板制作。并分别在板外增加dmc-top和dmc-bottom层层名如下图。压缩在光绘确认的文件中。
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